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****THIS IS A NEW APPENDIX. – PLEASE READ CAREFULLY.**** 
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 CIR-1 1/04 Date: 07/11/03

Expressed as percent of dry RAP 
Assuming 145 PCF for Existing Pavement

Expressed as percent of total dry mix - Foam only
Assuming 145 PCF for Existing Pavement

Yield Check

STP-S-CO85(12)--5E-85

Contract ID: 85-CO85-12

Project Number:9436.000
12560.300
4.000

Square Yards Recycled:
Gallons of Rejuvenator Used:

2.54Percent  Rejuvenating Agent:

Gallons of Rejuvenating Agent per Sq. Yd. Per Inch: 0.33

Percent  Rejuvenating Agent: 2.61

Actual Milling Depth - inches:
Rejuvenator Weight per Gallon: 8.530

CIR-2 1/04
Date: 07/11/03

1 2 3 4 5 6 7 8 9 10
131.1 132.2 133.5 129.6 127.6 130.1 129.5 127.8 126.6 129.8
10.9 10.9 11.4 9.7 10.8 9.7 9.2 12 12.5 11.9
2.1 2.3 2.5 2 2.2 1.8 1.9 1.9 1.9 1.8

2.70 2.97 3.26 2.54 2.75 2.30 2.41 2.38 2.36 2.30
8.20 7.93 8.14 7.16 8.05 7.40 6.79 9.62 10.14 9.60

129.78
10.90
2.04
2.60
8.30

Determination of Moisture Correction Factor

Avg. Actual Moisture PCF:
Avg. Correction Factor:

Correction Factor PCF:

Test Number:

Avg. Gauge Wet Density PCF:

Gauge Wet Density PCF:
Gauge Moisture Content PCF:

Lab % Moisture Pan Dry:
Actual in-place Moisture PCF:

85-CO85-12

Project Number

Contract ID
Avg. Gauge Moisture PCF:

Avg. Lab % Moisture:

STP-S-CO85(12)--5E-85


